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HOLLY HUNT GREAT PLAINS

6.25

FABRIC NUMBER AND NAME

1117 / SOFT FOCUS

DESCRIPTION

Soft Focus is a classic multidimensional GREAT PLAINS 

upholstery weight. Each color is made from multiple yarn 

colors  creating dimension and luster. The chenille yarns rise 

to the surface which creates a delicate nap and soft touch.

CONTENT

54% Viscose  20% Cotton
20% Polyester  6% Linen

WIDTH

55"  (140 cm)

FINISH

• Textile productions after July 2015 will be produced with a

	stain repellent finish. Older dyelots will not have this finish.

• The stain repellent finish is 100% non-toxic and is 

	not harmful to the user or the environment

COLORS AVAILABLE

• 02 Riverside		  • 10 Juniper Berry

• 03 Sienna		  • 11 Country Road

• 05 Smoky Quartz	 • 12 Mushroom

• 07 Samoan Sand	 • 13 London Fog 

• 08 Cypress 		  • 14 Turquish

TESTING INFORMATION

• NFPA 260: Class I

• Passes 30,000 Wyzenbeek Double Rubs

	Recommended for medium duty residential

	and contract use

WEIGHT

Upholstery

FREIGHT CODE

C

CLEANING & CARE

• Professional dry cleaning with any solvent except 
	trichloroethylene is recommended.

02 RIVERSIDE05 SMOKY
QUARTZ

03 SIENNA 08 CYPRESS

07 SAMOAN
SAND

11 COUNTRY
ROAD

12 MUSHROOM

10 JUNIPER
BERRY

14 TURQUISH

13 LONDON FOG

(cleaning and care, continued...)

• For optimal textile performance, maintain fabrics by gently

	vacuuming dirt before it becomes embedded, wipe or blot

	spills as soon as they occur, and spot clean soon after

	stains occur. When spot cleaning, always test a small,

	inconspicuous part of the furniture in case of discoloration 	

	or shrinkage. Avoid excessive brushing that may abrade

	the fibers.

• Due to the viscose content, shadowing can occur after

	normal use when exposed to pressure, heat or humidity.

	This causes the pile to flatten and reflect light differently.

	A light steaming can increase the flexibility of the yarns and

	make them malleable. After steaming, brush the surface to

	bring the pile back to its original direction. Be careful not to

	soak the surface of the fabric with the humidity, as viscose

	requires only a light amount of steam to train the pile back

	to its upright position.
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